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Abstract: Particle size distribution is an important parameter of metallurgical coke for use in blast
furnaces. It is usually analyzed by traditional sieving methods, which cause delays and require
maintenance. In this paper, a coke particle detection model was developed using a deep learning-
based object detection algorithm (YOLOv3). The results were used to estimate the particle size
distribution by a statistical method. Images of coke on the main conveyor belt of a blast furnace were
acquired for model training and testing, and the particle size distribution determined by sieving was
used for verification of the results. The experiment results show that the particle detection model is
fast and has a high accuracy; the absolute error of the particle size distribution between the detection
method and the sieving method was less than 5%. The detection method provides a new approach
for fast analysis of particle size distributions from images and holds promise for a future online
application in the plant.

Keywords: metallurgical coke; particle size distribution; object detection; YOLOv3

1. Introduction

In the ironmaking process, coke particle size distribution (PSD) is an important factor,
which affects the permeability of the coke layers and therefore the gas flow distribution,
heat and mass transfer, and chemical reactions in the blast furnace [1]. At present, sieving
is the most common method for determining the PSD of coke, but the associated labor
costs are high, the sieving requires considerable time, the environment is dusty, mainte-
nance of the equipment is needed, and sieving sometimes leads to inconsistent results [2]
because of manual or mechanical reasons. A rapid, highly efficient, and robust coke PSD
measurement method would therefore be a welcome contribution to the development of
the ironmaking process.

Recently, image analysis has become a very popular method for measuring particle
size due to the developments of camera and computer technology, which can realize
fast and accurate measurements [3]. Many studies have reported achievements in the
coal industry [4–11] and mining industry [12–18] by using image analysis. They have
successfully estimated the PSD [4,15,16,18], particle category [13,19,20], and quality [7–11]
of coke and ore. However, not much research has been done on the detection of particles on
an operating conveyor belt [5,12,15], and, to the best present knowledge of the authors, no
work has been reported on the detection of coke on the main conveyor belt of a blast furnace.

A common practice of image analysis is to segment particles in the image [12] and
extract certain features, such as area, circumference, and diameter. The segmentation of
particles is the key to these methods, and its success affects the accuracy of the subsequent
analysis. Depending on the kind or size of particles and their different uses, different seg-
mentation algorithms and image-processing steps may be needed, and several parameters
can only be tuned manually. Another approach is to estimate the PSD based on machine
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learning [5,14,18]. This method usually uses the whole image or features extracted from
images such as texture and color and the corresponding PSD as the target, and the model
of the relationship is developed using machine learning. However, it is difficult to explain
a model established by machine learning with existing knowledge [21]; the relationship
between images and PSD is very complex, so it is difficult to find and correct certain errors.

Today, deep learning [22] is state-of-the-art in image interpretation. It is a machine
learning method based on neural networks, employing multiple processing layers to dis-
cover correlations between the input and output based on large data sets. Many fields
have experienced breakthrough developments after adopting deep learning, with examples
found in medicine [23], food [24], and agriculture [25]. Shrivastava et al. [17] implemented
a Mask Region Convolutional Neural Network (RCNN) to locate particles in an image and
predict PSD curves of dump material. The model showed good performance, and segmen-
tation masks were drawn accurately. Fu et al. [26] developed an automatic measurement
method of rockfill PSD using Mask RCNN, yielding great improvements in speed and
accuracy compared to the traditional image-processing method. Duan et al. [27] designed a
lightweight U-net deep learning network to automatically detect pellets from images. It
achieved better segmentation performance and showed good robustness. Li et al. [28] pro-
posed a coal gangue detection and recognition algorithm based on deformable convolution
You Only Look Once v3 (DCN-YOLOv3). Its mean average prediction (MAP) exceeded 99%
and the computation time was reduced drastically compared to alternative methods. The
authors compared the models trained by Single Shot MultiBox Detector (SSD), YOLOv3,
YOLOv4, YOLOv5, and DCN-YOLOv3, and the results indicated that DCN-YOLOv3
showed the highest accuracy and speed. However, only a small amount (3–6 particles per
image) of dispersed coke particles in the laboratory were used in the experiments.

After detecting the particles from the images, the particle size measurement, PSD
statistical method, and error correction method should be formulated according to the
characteristics of the coke images. The PSD obtained by the sieving method is usually
expressed by mass factions. Since the image can only obtain 2D information about the
particles, an (indirect) estimate of the particle volume is needed to calculate the PSD.
Hamzeloo et al. [15] found the maximum inscribed disk to be the most effective feature for
describing the particle size. Zhang et al. [6] established an improved coarse coal particles
mass model based on the projected area and density of the particles. Mora et al. [29]
proposed a simple method to convert the area gradation to mass gradation and used a size
correction factor to convert the particle sizes from the images to equivalent square sieve
sizes. These investigations indicate the potential of image analysis to extract salient features
about particulate matter. They also indicate that there is no generic method to calculate the
PSD based on information obtained from images.

A blast furnace is a giant high-temperature reactor [30]. Metallurgical coke is continu-
ously transported to the blast furnace by a conveyor belt. The coke particles are similar in
color and are dense and overlapping on the conveyor belt. There is usually a lot of dust
around the blast furnace, and the lighting conditions are not stable. All these matters bring
about difficulties to the detection of coke particles. The successful application of image
analysis and deep learning methods in other fields led to new ideas on how to measure coke
particle size. In this study, the sieving PSD and images of the metallurgical coke sampled
from the main conveyor belt of a blast furnace were acquired. An efficient coke particle
detection model was developed based on the object detection algorithm YOLOv3 [31]. On
the basis of the particle sizes detected by this model, an effective method for estimating
the PSD was proposed. The model and the PSD statistical method have been tested on
several images of coke particles from the conveyor belt, demonstrating the feasibility of
the approach.
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2. Materials and Methods
2.1. Data Acquisition

In order to make the results of the study useful for a practical application of the
method, coke particle images were acquired from an industrial blast furnace at Shaoguan
Steel, Guangdong province, China. In steel plants, coke is fed onto the main conveyor
belt after passing through a storage hopper, a sieve (<25 mm), and a weighing hopper
before being charged into the furnace, as shown in Figure 1. This makes the main conveyor
belt of the blast furnace a good location to acquire images of the coke that is used in the
ironmaking process.
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Figure 1. Schematic of the coke-feeding process into the blast furnace.

The setup depicted in Figure 2 was used to take coke images. To obtain high-quality
images, a Nikon D810 camera (Nikon Corporation, Tokyo, Japan) with an image resolution
of 7360 × 4912 was employed. The belt moves continuously during production, so camera
parameters need to be adjusted to correct for motion blur to get sharp images. Motion blur
is closely related to shutter speed, so the appropriate shutter speed can be calculated based
on the speed of the belt. As the speed of the belt was 2 m/s, setting the camera shutter to
1/1000 s kept the motion blur less than 10 pixels [32]. The camera was fixed in a position
where its lens was perpendicular to the main belt. An LED light of 50 W was placed beside
the camera to ensure bright images.
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For comparison, ten groups of data from different charged coke batches were analyzed.
The PSDs of the groups were measured by sieving. A sample of 50 kg of each batch was
taken from the weighing hopper before it entered the main conveyor belt. The coke particles
were separated by a mechanical sieve according to particle sizes in the ranges of <25 mm,
25~40 mm, 40~60 mm, 60~80 mm, and >80 mm. The particles in the different ranges were
weighed and the PSDs were calculated. Images were taken of each group of coke on the
conveyor belt.
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2.2. Coke Particle Detection Model

Coke particles are tightly packed on the belt, and the color of coke is black-white-grey,
similar to the belt color. This increases the difficulty of particle detection, so it is necessary
to develop a niche-targeting model. The object detection method identifies and calibrates
the object in the image with a bounding box, which is a rectangular box that acts as a
sieve aperture. In earlier research [32], four particle detection methods—the watershed
algorithm, Hot of Gradient (HOG)+ Support Vector Machine (SVM), Faster RCNN, and
YOLOv3—were tested and evaluated. Based on computation speed and accuracy as criteria,
YOLOv3 was chosen as the basis of the coke particle detection model.

2.2.1. YOLOv3

YOLO [33], an abbreviation for the term ‘You Only Look Once’, is a fast and accurate
object detection algorithm based on a convolutional neural network. YOLOv3 [31] is an
upgraded version of YOLO. It is more accurate than the original method and better suited
for identifying small objects. Unlike most detection algorithms that use repurpose classifier
methods, YOLO use a regression method to detect targets, which enables end-to-end
object detection.

Figure 3 shows how YOLO arrives at results in an example. The input image is divided
into S × S grid cells, and the object location is predicted by the cell where its center is
located. YOLOv3 predicts three bounding boxes for the object at three different scales and
gives an objectness score for each bounding box using logistic regression. The objectness
score is 1 if the bounding box is the best fit with the ground truth. This part uses the sum
of squared errors loss during training. Each box predicts the classes based on multilabel
classification. YOLOv3 uses independent logistic classifiers and binary cross-entropy loss
for the class predictions. It is a good method for predicting complex image datasets and
overlapping labels. The prediction of bounding boxes and classes are made simultaneously
using a single convolutional neural network, which enables a fast prediction. YOLOv3 uses
Darknet-53, a new network with 53 convolutional layers, for performing feature extraction.
This network is more powerful than ResNet-101 [34] and more efficient than ResNet-101 or
ResNet-152 [34], which are two efficient neural networks for image recognition.
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2.2.2. Data Preparation and Model Training

The biggest difference between deep learning-based object detection methods and
image-processing methods is that image features are learnt and extracted by convolutional
neural networks instead of by a manual or other algorithms. This process applies su-
pervised learning, i.e., trains the neural network using the training dataset with labels.
The training set in this study holds the coke images as input and target coke particles as
output. The coke particles of the training dataset were labelled manually. For coke particle
detection, not only the classification but also the positions of the particles are needed. A
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wrong label will bring irreversible errors to the model. Therefore, due attention must be
paid to assigning the correct location and size of the labelled particles.

The YOLOv3 object detection algorithm was used for model training. The input image
size was 7360 × 4912 pixels. In the training, a batch size of 8, a momentum term of 0.9, a
decay term of 0.0005 and an initial learning rate of 10−4 were used. The network structure
and data enhancement method were set following ref. [31]. The training was conducted in
AI Studio, an artificial intelligence community based on Baidu’s deep learning platform,
PaddlePaddle [35]; its configuration is reported in Table 1.

Table 1. AI Studio configurations.

GPU Video Mem CPU RAM Disk

Tesla V100 16 GB 4 Cores 32 GB 100 GB

2.2.3. Evaluating Indicator

In this study, mean average precision (MAP) and frames per second (FPS) were used
to evaluate the performance of the model.

The MAP was used to evaluate the accuracy of the object detection. Its maximum
value is 100%, and a higher value indicates better performance of the model. The MAP is
defined as [28]

MAP =
1
n

n

∑
i=1

APi (1)

where n is the number of object classes, and APi is the area under the curve of Recall-
Precision of the ith grade. Recall and precision are defined as [28]

Recall =
TP

TP + FN
(2)

Precision =
TP

TP + FP
, (3)

where TP, FP, and FN are the number of Ture Positives (correctly detected objects), False
Positives (incorrectly detected objects), and False Negatives (undetected objects), respectively.

FPS was used to evaluate the speed of the object detection, which represents the
number of images the model can process per second. Obviously, the speed of the model
is also related to the performance of the hardware device, so the evaluation of model
performance should be conducted on the same configuration of hardware.

2.3. Particle Size Statistics

Ideally, the object detection method can be applied in real applications in the industry.
Nevertheless, there are some obvious differences between the particle size obtained by the
object detection method and by the sieving method because a detection based on a single
image from one direction cannot sense the three-dimensional features of the particles. Still,
to assess the feasibility of the approach, a statistical method was developed to estimate the
coke PSD based on the results of the object detection method.

2.3.1. Particle Size Measurement

The sieve used to analyze the coke PSD in this study had a square mesh. Whether
a particle can pass through the apertures is related to its length, width, thickness, and
shape [29]. The particle size measured by the object detection method is represented with a
bounding box, as shown in Figure 4. The bounding box is a rectangular box with four sides
parallel to the edges of the image and circumscribed around the particle. There are two
parameters of the bounding box: length and width.
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2.3.2. Size Conversion

The coke particle size in images is expressed in pixels, which need to be converted
into a physical unit in the statistical analysis. In general, a calibration template is used for
size conversion [16], but we used the belt width as a scale in this study. In the coke image,
the width of the belt (wb) is known, so after determining the pixel size (wp) of the belt, the
scale factor is given by

fp2b= wb/wp, (4)

2.3.3. PSD Calculation

The PSD of coke in the steelmaking industry is usually represented in terms of the
mass fraction, so the volume and mass of the particles should be calculated according to
the width of the bounding boxes. Particles from the same source usually have similar shape
characteristics, so the average thickness (t) can be estimated from the other dimensions of
the particle such as width (w) with particle thickness factor (λ) [29]

t = λ × w (5)

Thus, the volume of the particle can be calculated based on the detection area (s) and
length (h) as

v = s × t = λ × s × w = λ × h × w2 (6)

Assuming that particles from the same source have the same density (ρ), the mass of
the particles can be calculated, and thus the mass ratio of particles in one size range to all
particles is given by

p =
ρ × λ×∑k

i=1 hi × wi
2

ρ × λ×∑n
i=1 hi × wi

2 ==
∑k

i=1 hi × wi
2

∑n
i=1 hi × wi

2 , (7)

where k is the number of particles of one size range and n is the total number of particles.
As can be seen in Equation (7), λ and ρ cancel in the calculation process, so they do not
affect the calculation result of PSD. Thus, the PSD is only related to the detection area and
size of the particles.

2.3.4. PSD Correction

Some differences were observed between the coke PSD obtained by the object detection
method and the sieving method. These were mainly caused by two factors. One is the
difference in particle size measurement. The sieving method uses mesh, and the detection
method uses the width of bounding boxes to measure the size of particles. Another is that
the images only show particles on the surface of the pile, while particles inside the pile are
not seen.

Bernhardt [36] and Mora et al. [29] used correction coefficients to realize the conversion
of circular-aperture sieve sizes to square-aperture sieve sizes and the particle sizes measured
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by the digital image-processing technique to the square-aperture sieve sizes, respectively.
The conversions were demonstrated to work well. Inspired by these findings, we used
correction coefficients (ci, i = 1, 2, . . . , 5) to adjust the particle size (wd) of each range.

wc= ci × wd (8)

The best ci values were determined based on the root mean square error (RMSE).
The function fmincon from the MATLAB [37] optimization toolbox was used with the
objective function

f = min
(
∑N

i=1 RMSEi

)
, (9)

RMSE =

√√√√1
5

5

∑
i=1

(PSDc,i − PSDr,i)
2 (10)

PSD = [p 1, p2, . . . , p5] , (11)

where N is the number of training data. PSDc and PSDr are the PSD matrix after correction
and the measured value, respectively.

3. Results and Discussion
3.1. Data Analysis

Figure 5 shows an example of an acquired image. It is clear and bright, with clearly
visible coke particles. The two edges of the belt are distinct, which is also important
for subsequent size conversion. About 200 of these images were used for this research,
containing more than 30,000 coke particles.
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Figure 5. Example of an acquired image of coke on the conveyor belt.

The PSDs of sieving results measured by coke batches are shown in Figure 6. These
groups of PSDs basically increased first, reached the maximum particle size range of
40~60 mm, and then decreased. Based on these findings, group #2 was considered an
outlier and was therefore removed.

3.2. Model Development and Evaluation

The 128 coke images acquired from the main conveyor belt were labelled (as shown
in Figure 7) as the dataset, in which the ratio of training set to testing set was 7:3, and there
were about 23,000 coke labels in total.
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Figure 6. PSD of ten groups of charged coke determined by sieving analysis.
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The model was trained for up to eight hours and completed 20,000 iterations. The
final MAP of the coke particle model was 88.3%. The coke particle detection model was
evaluated on 20 coke images. Figure 8 illustrates one of the images and the detection
results, which shows that almost every coke particle in the image was detected and the
size of bounding boxes appear proper. The speed and accuracy of the results are shown in
Figure 9. The detection speed ranged from 2.7 to 2.9 FPS and the MAP from 71.7% to 86.2%.
These results show that the object detection method is feasible for estimating particle size
in terms of detection accuracy and speed.
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3.3. PSD Statistics

Considering the parameters of the bounding boxes and common particle sizes, the
(1) length, (2) width, (3) average length and width, (4) diagonal, and (5) equivalent circle
diameter were analyzed. The potential to estimate the particle size based on these five
measures was evaluated by correlation analysis in MATLAB software (R2021b, 9.11.0, The
MathWorks Inc., Natick, MA, USA, 2021). A test was undertaken on 118 coke particles,
with results shown in Figure 10. All five parameters showed a high correlation with the
sieving particle size, and the latter four have practically equally good correlation with
the sieving size. According to the sieving principle, the minimum aperture that particles
can pass through is closely related to the particle width [29]. Therefore, the width of the
bounding box was selected to be the representative parameter of the coke particle size.
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Figure 10. Correlation coefficients between five size parameters (particle length, width, average
length and width, box diagonal, and equivalent circle diameter) determined based on the bounding
box and sieving particle size.

The nine groups of images for which sieving PSDs were available (cf. Figure 6) were
next analyzed by the detection model. After size conversion, the PSD was estimated. There
were three images in each coke group, so an average of the results for each group was taken.
Figure 11 shows the PSDs determined by the sieving PSD method (black line) and by the
image-based method (red line) for group #1. The differences between the distributions were
small when the particle size was small, but errors appeared for the larger particle sizes.
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Figure 11. Comparison of the detection PSD and the sieving PSD of group #1.

The PSD for the detected method and from sieving for the particle size classification
ranges <25 mm, 25~40 mm, 40~60 mm, 60~80 mm, and >80 mm, of groups #1 and #3~10
are shown in Figure 12. Particles of size < 25 mm were almost zero in the sieving results
because the coke was screened to remove the small coke (<25 mm) before being fed to the
blast furnace. Although some fine particles are generated during handling and transport,
the share of fine particles is limited. The detected shares of particles < 25 mm were all less
than 0.5%, so the estimate was accurate. As for the ranges 25~40 mm and 60~80 mm, the
detected shares were smaller than those from sieving, and, in turn, bigger for the 40~60 mm
particles. A reason for this discrepancy is that the small particles (25~40 mm) surrounding
large particles are misjudged as large particles by the model. Furthermore, some large
particles have uneven surfaces that can be mistaken for smaller particles. As for the largest
particle size range (>80 mm), based on the results in Figure 12, there were no systematic
errors; the model sometimes overestimates and sometimes underestimates the shares.

3.4. Data Acquisition PSD Error Correction

Based on the above observations, an error correction was introduced for each size
range. The particles were reclassified after the correction, and the revised PSDs were
calculated. The first six of the nine groups were used as the training set, and the last three
groups were used as the test set. Using the training set, fmincon required 12 iterations
to find the solution with an objective function value of 0.226, as shown in Figure 13. The
optimal correction coefficients are reported in Table 2.

The resulting corrections were evaluated in the test set. Figure 14 shows the PSD for
the sieving (black lines), as well as the detected (red lines) and the corrected PSD (blue lines)
for the model. The corrected PSDs were seen to be basically consistent with the sieving
results for groups #8 and #10, while the improvement for group #9 was minor. The mean
absolute errors of the detection PSDs and the corrected PSDs for the test set are reported
in Table 3. After correction, the mean absolute error for groups #8 and #10 decreased by
4.2% and 2.6% respectively, but for group #9, it increased by 0.3%. The average absolute
error of the corrected PSDs for the test set was 4.7%. This indicates that the statistical
method proposed is feasible for estimating the PSD of coke particles detected by the image
analysis approach.
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Table 2. Correction coefficients for different particle size ranges.

Particle Size Correction Coefficient

<25 mm 3.24
25~40 mm 1.04
40~60 mm 0.91
60~80 mm 1.06

>80 mm 0.96

Processes 2022, 10, x FOR PEER REVIEW 12 of 15 
 

 

 
Figure 13. Iteration and function values of fmincon. 

Table 2. Correction coefficients for different particle size ranges. 

Particle Size Correction Coefficient 
<25 mm 3.24 

25~40 mm 1.04 
40~60 mm 0.91 
60~80 mm 1.06 

>80 mm 0.96 

The resulting corrections were evaluated in the test set. Figure 14 shows the PSD for 
the sieving (black lines), as well as the detected (red lines) and the corrected PSD (blue 
lines) for the model. The corrected PSDs were seen to be basically consistent with the siev-
ing results for groups #8 and #10, while the improvement for group #9 was minor. The 
mean absolute errors of the detection PSDs and the corrected PSDs for the test set are 
reported in Table 3. After correction, the mean absolute error for groups #8 and #10 de-
creased by 4.2% and 2.6% respectively, but for group #9, it increased by 0.3%. The average 
absolute error of the corrected PSDs for the test set was 4.7%. This indicates that the sta-
tistical method proposed is feasible for estimating the PSD of coke particles detected by 
the image analysis approach. 

   

Figure 14. Comparison of PSD of sieving, image-based detection before and after correction for data 
sets (a) #8, (b) #9, and (c) #10. 

Table 3. Mean of the absolute error between the detected and corrected PSDs. 

Group #8 #9 #10 
Detection 6.9% 8.1% 6.4% 
Correction 2.7% 8.4% 3.0% 

  

Figure 14. Comparison of PSD of sieving, image-based detection before and after correction for data
sets (a) #8, (b) #9, and (c) #10.

Table 3. Mean of the absolute error between the detected and corrected PSDs.

Group #8 #9 #10

Detection 6.9% 8.1% 6.4%
Correction 2.7% 8.4% 3.0%

3.5. Discussion

The data used in this study were from images and sieving the PSD of coke collected
from the main conveyor belt of a blast furnace. It is obvious that the results obtained
using real data [14,15,17,26] have more practical implications than those using laboratory
data [4,6,12,16,28,38–40] and make the research results more readily applicable in practice.

The YOLOv3 algorithm based on deep learning was used to develop the coke particle
detection model. Li et al. [28] proposed a coal gangue detection and recognition algorithm
based on DCN-YOLOv3. The MAP of the DCN-YOLOv3 model was 99%, which is higher
than for our results (80%), and the classification speed was 33 FPS, i.e., considerably faster
than for our method (3 FPS). The most important reason for these results was the number
of particles in the images. The dataset used by Li et al. had 3–6 scattered particles in each
image while our images had hundreds of tightly packed and overlapping particles. For
the images in the present research, the results met the expectations and demonstrated the
feasibility of the object detection method for determining the particle size of metallurgical
coke under industrial conditions. The model accuracy is expected to improve if trained
on a larger amount of data, which leaves room for model improvement. Furthermore, it is
feasible to gradually increase and update the dataset during the practical application of
the model.

Different from the model based on the image segmentation algorithm [4,12,15–17]
to determine the irregular edges of particles, the model based on object detection [26,28]
detects the edges of particles and marks them with bounding boxes. This reduces the work
for data preparation, model training, and prediction, which is useful for dense coke images.
Bounding boxes can also detect incomplete particles, which is useful for overlapping
particles. However, it also reduces the accuracy of particle detection since the size of the
particle is only expressed by the length and width of the bounding box. The resulting errors
can be reduced by a reasonable post-processing method.

Hamzeloo et al. [15] used equivalent spheres to estimate the particle volume. Although
this method has achieved good results, it is not applicable to the bounding box particle
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characterization method used in this study. We used the width of the bounding box to
represent the particle size according to the results of correlation and literature [29] analysis.
Bai et al. [4] converted particle area to the equivalent circle diameter to divide particle size
fractions, then calculated the PSD with the percentage of each fraction area. This method
may lead to unexpected errors because the PSD of metallurgical coke is expressed as mass
fractions. Therefore, we converted particle size into mass before calculating the PSD. It is
interesting that the expression for estimating the PSD is related to the product of the square
of particle width and length, which is similar to the formula for the area of an ellipse. In the
method, the PSD of the coke pile was estimated based on observations of its surface, which
introduces some errors. Therefore, the PSDs obtained by sieving were used as calibration
data to correct the image-based detection results. The results showed that this led to lower
errors between the PSDs determined by sieving and calculation, which is consistent with
the findings of Ref. [4]. The relationship between the PSD detected based on images of the
surface and the overall PSD determined by sieving is still not clarified, and the role of coke
shape and stacking procedure may affect this relationship. These are issues to be studied in
future research.

In summary, the present study showed that image analysis combined with deep
learning can realize a rapid, relatively accurate, and contactless estimation of the PSD of
metallurgical coke. The large amount of data in the production process makes it possible to
train and update the model if changes in the sources handling the raw materials occur in
the plant. A further development could be to detect not only coke but also sinter, pellets,
and other raw materials, and analyze their PSDs.

4. Conclusions

A method for estimating the particle size distribution (PSD) of metallurgical coke from
images based on object detection has been presented. Coke images on the main belt of a
blast furnace were acquired for developing the model. A coke particle size detection model
with the mean average prediction accuracy of 88% has been developed using YOLOv3. By
testing 20 images, the average calculation speed was found to be about three frames per
second and the accuracy was 80%, which shows the good performance of the model.

According to the detection results, the specific PSD estimation method, including
particle size measurement, size conversion, PSD calculation, and error correction was
proposed. Nine groups of coke were selected, and the PSD was determined by sieving. Six
of the groups were used for model training and three for validation. The average absolute
error of the resulting PSD of the test set was 4.6%, which demonstrates that the proposed
method is feasible and that it holds promise for future application in the industrial plant.
However, future work should use more data to increase the accuracy and robustness of
the model. More attention should also be paid to how the results of the model could be
utilized to support the practical operation of the blast furnace.
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