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Abstract: Besides the widely applied hydropower, wind farms and solar energy, biomass and
municipal and industrial waste are increasingly becoming important sources of renewable energy.
Nevertheless, fouling, slagging and corrosion associated with the combustion processes of these
renewable sources are costly and threaten the long-term operation of power plants. During a
high-temperature biomass combustion, alkali metals in the biomass fuel and the ash fusion behavior
are the two major contributors to slagging. Ash deposits on superheater tubes that reduce thermal
efficiency are often composed of complex combinations of sulfates and chlorides of Ca, Mg, Na,
and K. However, thermodynamic databases involving all the sulfates and chlorides that would
favor a better understanding and control of the problems in combustion processes related to fouling,
slagging and corrosion are not complete. In the present work, thermodynamic properties including
solubility limits of some phases and phase mixtures in the K2 SO4 -(Mg,Ca)SO4 system were reviewed
and experimentally investigated. Based on the new and revised thermochemical data, binary phase
diagrams of the K2 SO4 -CaSO4 and K2 SO4 -MgSO4 systems above 400 ◦ C, which are of interest in the
combustion processes of renewable-energy power plants, were optimized.
Keywords: sulfates; thermodynamic modeling; superheater tubes; high-temperature processes;
slagging and fouling management

1. Introduction
The energy sector generates major greenhouse gas emissions globally. A move towards the
increased production of energy from renewable sources across different economic sectors is vital to
environmental protection. The utilization of renewable sources such as solid biomass, municipal
waste and industrial waste for energy production is one of the available alternatives for reducing
the use of fossil fuels. Furthermore, in an attempt to enhance self-sufficiency in energy, fossil fuel
importing countries have recently planned to increase energy generation from renewable sources and
optimize existing renewable-energy power plants. One of the motives to increase the use of renewable
Energies 2020, 13, 5366; doi:10.3390/en13205366
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energy sources is the target set by the European Union [1]. In biomass-rich countries such as Finland,
the energy produced from solid biomass (wood-based fuels) accounted for 25% of the total energy
consumption in 2020 [2]. A large share of this energy comes from byproducts of the forest industry,
including black liquor, bark, and sawdust. According to the recent review of Schmidt-Baum and
Thrän [3], the share of solid biomass in the heating sector of EU in 2019 was 16.9%, and there are
ongoing efforts including regional government subsidies to develop larger biomass heating boilers
with different heat loads. Biomass combustion for the production of heat and electricity is generally
conducted in large industrial combustors such as fluidized bed boilers, black liquor recovery boilers,
and grate-fired boilers.
Renewable fuels such as solid biomass require conversion prior to utilization. Thermochemical
conversion methods such as combustion, gasification, and pyrolysis are some of the main options.
Biomass combustion is one of the most developed conversion methods. In biomass combustion
processes, alkali metal elements in the biomass fuels and the ash fusion behavior are the two major
factors contributing to fouling and slagging during high-temperature combustion. These fouling and
slagging problems threaten long-term operational availability and costs of biomass power plants [4–6].
For instance, renewable-energy power plants built in Northern China about 10 years ago have to shut
down and clean the boiler every 20–30 days because of the fouling in the intermediate-temperature
superheaters. Problematic fouling also often occurs on or near the bag filters of some boilers [7]. One of
the main effects of the formation of slagging and fouling deposits is that they reduce the heat transfer
process between the flame side and the water steam side and accelerate corrosion and erosion on
the surfaces of superheaters and boiler tubes. These deposits also results in an increase in the flue
gas temperature that reduces the efficiency of the plant system and increasing corrosion and erosion
problems in the boilers [8,9]. According to reports of Enestam [8], corrosion control is regarded as
a piece of a big puzzle for a power plant economic profitability; controlled corrosion minimizes the
need for tube replacement (reduced maintenance cost), minimizes the frequency of plant shut-downs
(increased plant availability) and maintains optimal plant efficiency during operations.
A high potassium concentration in renewable fuels tends to result in the formation of compounds
with low melting points. Considerable amounts of the highly corrosive alkali chlorides in the
flue gases are formed in these processes [10]. Slags on the intermediate-temperature superheaters
constitute a considerable percentage of inorganic complex phases such as K2 Ca2 (SO4 )3 . For example,
the composition of the slag can be KCl-NaCl-K2 Ca2 (SO4 )3 [11]. SiO2 , KCl, NaCl, CaSO4 , CaCO3 ,
K2 Ca2 (SO4 )3 , K2 CaMg(SO4 )3 , and (Na,Ca)Al(Al,Si)3 O8 are reported to exist in some boiler ashes [12].
An example of the deposits build up on the heat exchangers is shown in Figure 1. Furthermore, Figure 1
depicts the three operational problems in combustion processes: fouling, slagging, and corrosion.
Phase relations and thermal stabilities in the multicomponent K-Ca-Na-Mg-Cl-S-O systems have
been experimentally studied and reviewed by some researchers [12–15]. Crystal structures of some of
the studied alkali sulfates are well-defined. However, unlike the binary compounds (such as chlorides,
sulfides, oxides, etc.), the thermodynamic properties of the complex inorganic compounds have not
been well studied. The importance of acquiring accurate thermochemical data in the prediction
and control of inorganic materials deposition on the surfaces of the boiler tubes and superheaters is
discussed in the following sub-section.
Previously, we have experimentally studied thermal stabilities of the simple sulfates K2 SO4
and CaSO4 [16]. In the present work, thermodynamic properties including solubility limits of some
phases and thermal stabilities of double sulfates in the K2 SO4 -(Mg,Ca)SO4 system were reviewed
and experimentally investigated. Based on the revised and new thermochemical data, binary phase
diagrams of K2 SO4 -CaSO4 and K2 SO4 -MgSO4 in the temperature range that would be of interest in the
renewable-energy power plant processes were optimized. Recommended melt formation temperatures
in the two studied systems have been compiled. All the thermodynamic calculations for the modeling
were performed using the FactSage 7.1 software [17].
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2. Literature Data: Thermal Stabilities in the K2 SO4 -CaSO4 -MgSO4 System
Phase relations and thermal stabilities in the K-Ca-Mg-sulfate system have been experimentally
studied and reviewed in the form of binary sulfate systems by several researchers [12–14,19–22],
the system K2 SO4 -MgSO4 , and [12–16,23–27] the system K2 SO4 -CaSO4 . Unlike simple sulfates such
as K2 SO4 , the thermodynamic properties of the double sulfates have not been studied thoroughly.
Consequently, the thermodynamic properties of intermediate phases in the K2 SO4 -CaSO4 -MgSO4
system are not well-defined. For instance, heat capacity measurements below 67 ◦ C are the only
available experimental thermodynamic data for K2 Ca2 (SO4 )3 [15].
Phase diagram of the K2 SO4 -MgSO4 system was modeled in the past by [14,19,22]. Dissolution
of MgSO4 in to K2 SO4 was considered only in Grahmann’s [22] phase diagram. The compound
Mg2 Ca2 (SO4 )3 was previously reported as Mg3 Ca(SO4 )4 [14,28] and was found to be a minor constituent
of the ash from several conventional coal-fired power plants [29,30].
Phase diagram of the K2 SO4 -CaSO4 system was modeled in the late 1960s by Rowe et al. [14] based
on their and Bellanca’s [25] experimental observations. In the proposed phase diagram of K2 SO4 -CaSO4
system, the high-temperature hexagonal K2 SO4 dissolves a considerable amount of CaSO4 , and the
low-temperature orthorhombic K2 SO4 may also dissolve minor amounts of CaSO4 . K2 Ca2 (SO4 )3
(calcium langbeinite) is the only intermediate stoichiometric phase to be identified in the system.
Details on the thermodynamic properties of the double sulfates K2 Ca2 (SO4 )3 for which we have
conducted experiment is discussed in the subsequent sections.
3. Materials and Methods
3.1. Materials
The provenance and purity of the starting materials used in this study were 99.999% pure Ar (gas)
provided by AGA (Finland), 99.999% pure powders of K2 SO4 delivered by Merck (Germany), and 99.0%
pure powder of CaSO4 ·2H2 O delivered by Merck (Germany). The double sulfate K2 Ca2 (SO4 )3 was
synthesized by mixing fine powders of the pure K2 SO4 and CaSO4 in to 1:2 molar ratio. The phase
mixture was annealed for 4 days at 800 ◦ C in a normally locked L51/SR muffle furnace (Nabertherm,
Germany) with good heating control and a continuous flow of N2 (gas). The synthesis took place
according to Reaction (1):
2CaSO4 + K2 SO4  K2 Ca2 (SO4 )3 .
(1)
3.2. Methods
Thermal analysis of the synthesized sample K2 Ca2 (SO4 )3 was performed by applying the
differential scanning calorimetry (DSC) and thermogravimetry (TGA) method using a NETZSCH
STA 449 F1 Jupiter® —Simultaneous DSC-TGA equipment. The calorimeter was calibrated with the
melting temperatures of high-purity metals, such as bismuth, tin, indium, zinc, aluminum and gold.
The average temperature measurement accuracies were determined to be ±1 ◦ C.
PtRh-crucibles of the same mass were used as a base line (blank run), sapphire holder (for calibration)
and sample holder in all DSC-TGA measurements. The measurements were performed on a total of
five samples of the synthesized K2 Ca2 (SO4 )3 . The initial weight of each sample was 60.4 mg in all the
measurements. Before each experimental run the chamber was evacuated and then backfilled with
high-purity Ar(gas) in three cycles. The Ar(gas) with the flow rate 39 mL/min was used as a protective
gas in all runs. At the start of each experimental runs, the furnace was heated to 40 ◦ C and kept at an
isothermal condition for 10 min. Then, the furnace was heated to 1100 ◦ C and cooled to 300 ◦ C at a rate
of 10 ◦ C/min, in both heat cycles. Weight losses and heat flows were measured simultaneously during
the linear heating and cooling.
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4. Thermodynamic Optimization
The standard Gibbs free energy of stoichiometric compounds can be calculated by combining
Equations (2) and (3) in accordance with Equation (4):
T

Z
SoT

=

So298.15 K

+
298.15 K

Z
HTo

=

Cp

o
∆H298.15
K

!
dT

(2)

Cp dT

(3)

T

T

+
298.15 K

GoT = HTo − TSoT

(4)

o
where So298.15 K and ∆H298.15
are the standard entropy and enthalpy of formation of a given species
K
o
from pure elements, and Cp is the temperature dependent heat capacity at constant pressure. ∆H298.15
K
is assumed to be 0 J/mol for elemental species stable at reference state T = 298.15 K and P = 1 atm.
To calculate the Gibbs energy of compounds accurately the other thermodynamic parameters should
be determined based on experimental data or well proven estimation. High-temperature Cp values
of pure phases, for which experimental data is not available in the literature or experimental data
acquisition is challenging, were estimated by the summation method described in [31], i.e., for example,
the Cp (K2 Ca2 (SO4 )3 ) above 136 ◦ C was estimated from the experimentally determined Cp values of
K2 SO4 and CaSO4 according to the reaction in Equation (1). All the thermodynamic assessments and
calculations in this work were performed using the FactSage 7.1 software [17].

5. Results and Discussion
The obtained DSC-TGA vs. temperature results during heating and cooling of the sample
K2 Ca2 (SO4 )3 in the temperature range from 40 to 1260 ◦ C are shown in Figure 3. The measured DSC
and TGA curves for the five different samples were coinciding precisely. Due to the slight loss of mass
(0.48 wt.%) above the peak temperature 1020.4 ◦ C (Figure 3), replication of the measurement for the
same starting sample through reheating were not considered. On the heating DSC vs. temperature
curves, temperatures of phase transition and melting appeared as sharp endothermic peaks. As the
TGA vs. temperature curves in Figure 3A show, weight losses of the samples during heating cycles
up to the melting peaks were negligible (below 0.06 wt.%). The total weight loss up on heating to
1100 ◦ C above the melting peak is 0.48 wt.%; thus, expected reflections of the peaks on the cooling DSC
curves were observed, for example, as solidification temperatures in the case melting temperatures.
From the integral between the onset and end temperatures of the peak (shaded areas in Figure 3B),
the enthalpy of phase transition and melting were determined and compiled in Table 1 together with
their corresponding phase transition and melting temperatures. Heat capacity (Cp (T)) for K2 Ca2 (SO4 )3
was determined from the stable DSC vs. T values that appear well before phase transition by comparing
with the well-defined heat capacities of the reference, sapphire, as suggested by the manufacturer of a
NETZSCH STA 449 F1 Jupiter® —Simultaneous DSC-TGA equipment.
5.1. Thermochemical Data of Phases in the K2 SO4 -CaSO4 -MgSO4 System
The phase transitions and melting temperatures determined for K2 Ca2 (SO4 )3 in this study from
the onset temperatures of the three distinct peaks on the DSC vs. temperature curve are: 200 ± 1 ◦ C,
914 ± 1 ◦ C and 1010.6 ± 1 ◦ C. The onset temperature 200 ± 1 ◦ C corresponds very well with the phase
transition temperature of K2 Ca2 (SO4 )3 determined by Morey et al. [23], 200 ± 2 ◦ C, and Cao et al. [15],
201.5 ± 0.1 ◦ C. The phase transition temperature reported by Speer and Salje [32], 184 ◦ C, is lower by
about 16 ◦ C than the result determined in this study and the result reported by [15,23].
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◦
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583
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1201
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1195
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◦
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◦
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[33]
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Table 1. Cont.
Phase

T tra(1) /◦ C

T tra(2) /◦ C

∆tr H ◦ /kJ·mol−1

T melt /◦ C

K2 Ca2 (SO4 )3

200.1 ± 1
201.5 ± 0.1
184
200 ± 2

914 ± 1
936
940
-

2.6 ± 0.1tra(1)
2.1 ± 0.02tra(1)
-

1010.6 ± 1 1
1004 1
1011 1
1009–1013 1

37.1 ± 0.6
-

This work
[15]
[33]
[19]
[14]
[23]

K2 Mg2 (SO4 )3

-

-

-

943
930

-

[23]
[19,20]

1

∆melt H ◦ /kJ·mol−1

Ref.

Incongruent melting: K2 Ca2 (SO4 )3  L + CaSO4 .

Heat Capacity
The Cp functions for K2 SO4 and CaSO4 were determined in our previous work [16]. The derived
functions, Equations (5) and (6), for both substances agree with the values given in the handbook of
Barin [36].


CP K2 SO4 , J·mol−1 K−1 = −224.0 + 0.4T − 6082803T−2 − 7.2 × 10−5 T2 + 5621.6T−0.5

(5)



CP CaSO4 , J·mol−1 K−1 = 72.45 + 0.112·T − 4.042 × 105 ·T−2 + 3.862 × 10−6 ·T2


CP K2 Ca2 (SO4 )3 , J·mol−1 K−1 = 2208 − 7.03·T − 44.5 × 106 ·T−2 + 0.0081·T2

(6)
(7)

The Cp functions for K2 Ca2 (SO4 )3 were calculated from the measured DSC vs. temperature values of
the sample taking the well-defined Cp values of sapphire as a reference. The experimental data below
130 ◦ C were fitted by using the normal format Cp -data fit of HSC Chemistry 6 [37]. Cao et al. [15]
determined Cp values for K2 Ca2 (SO4 )3 up to 67 ◦ C, based on results obtained with an adiabatic calorimeter.
They reported the Cp (K2 Ca2 (SO4 )3 ) value at 25 ◦ C to be 343.6 ± 0.7 J·K−1 ·mol−1 . Our calculation based on
Equation (7) at the same temperature gives 331.4 ± 1 J·K−1 ·mol−1 . Cp (K2 Ca2 (SO4 )3 ) values that are
calculated by adding Cp values of the simple sulfates (Equations (5) and (6)) at 25 ◦ C according to
reaction in Equation (1), by the method described in [31], gave Cp = 334.6 ± 1 J·K−1 ·mol−1 . This value is
in agreement with the experimentally determined value in this work. In the thermodynamic modeling
of the phase diagram of the K2 SO4 -CaSO4 system, we applied the experimental values determined in
this study, and, for high-temperature phase regions, summations of the heat capacities of the simple
sulfates method were applied. For K2 Mg2 (SO4 )3, the heat capacity and entropy data of Robie et al. [38]
below 727 ◦ C were applied together with the heat capacities estimated by adding heat capacities of the
simple sulfates, K2 SO4 and MgSO4 .
5.2. The K2 SO4 -MgSO4 System
Phase diagram of the K2 SO4 -MgSO4 system in Figure 4 was optimized using the FactSage
7.1 software package [17]. The available literature data [14,19–22] were used in the optimization.
The first liquid phase in the system appears at the eutectic temperature 737 ◦ C. This temperature
is lower than the eutectic temperature 750 ◦ C reported in the Rowe et al. [14] and Grahmann [22]
phase diagrams. With regard to the solid solubility limit of MgSO4 in K2 SO4 (maximum 3.6 mol.%),
our optimization is in agreement with that of Grahmann [22]. The eutectic temperature Grahmann [22]
reported for MgSO4 + K2 Mg2 (SO4 )3 , at T = 884 ◦ C, is lower by 9 ◦ C than our optimized temperature.
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5.3. The K2SO4-CaSO4 System
Phase diagram of the K2SO4-CaSO4 system presented in Figure 6 is also optimized using the
FactSage 7.1 software package [17]. Prior to this optimization, the latest phase diagram of the system
was proposed by Rowe et al. [14], in the late 1960s, and revised by Arceo and Glasser [26], in 1990.
Similar to the K2SO4-MgSO4 system, it consists of a double sulfate K2Ca2(SO4)3 that melts congruently
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Table 2. Cont.
Reaction
K2 SO4 (ss) + K2 Mg2 (SO4 )3 
Liquid phase
MgSO4 + K2 Mg2 (SO4 )3 
Liquid phase
K2 Ca2 (SO4 )3  Liquid phase
K2 SO4 (ss) + K2 Ca2 (SO4 )3 
Liquid phase
K2 Ca2 (SO4 )3 + CaSO4  Liquid
phase + CaSO4

T melt /◦ C

Remark

737

Eutectic melting

893

Eutectic melting

1011

Congruent melting

871

Eutectic melting

1011

Congruent melting

6. Conclusions
The thermodynamic modeling of ashes is a useful tool for predicting ash behavior. It is often used
to predict the melting behavior of phases and phase mixtures with implications for slagging, fouling
and corrosion. To avoid the intermediate-temperature liquid phase formations, the phases and their
mixtures that lie along the solidus and liquidus lines must be determined. However, due to several
components or diverse chemistry and a lack of experimental data, it is challenging to have a complete
thermodynamic database.
In this work, the K2 SO4 -MgSO4 and K2 SO4 -CaSO4 systems in the temperature ranges which are of
interest in the combustion processes of renewable-energy power plants were reviewed, experimentally
studied and optimized using the FactSage software package. According to the literature data, the pure
K2 Mg2 (SO4 )3 phase melts at 930 ◦ C. The optimization results in this work show that K2 Mg2 (SO4 )3
coexisting with excess K2 SO4 (ss) melts at an eutectic temperature of 737 ◦ C. This is lower by about
193 ◦ C than the optimized melting temperature of the pure K2 Mg2 (SO4 )3 due to the effect of excess
K2 SO4 (ss). Moreover, CaSO4 was reported to readily dissolve into K2 Mg2 (SO4 )3 and lower its meting
temperature by up to 52 ◦ C. The thermal stability of K2 Ca2 (SO4 )3 was experimentally studied by
applying the DSC-TGA method. Based on the obtained results, its high-temperature phase transition
and congruent melting temperatures were determined to be 914 ± 1 ◦ C and 1010.6 ± 1 ◦ C, respectively.
We have also determined the Cp values for K2 Ca2 (SO4 )3 below 136 ◦ C experimentally, which served
as a basis for extrapolation to high-temperature Cp values. The heat of fusion of K2 Ca2 (SO4 )3 ,
∆melt Hα→L = 37.1 ± 0.6 kJ·mol−1 , was also determined in this study for the first time. The results
obtained were used to together with the literature data to optimize the K2 SO4 -CaSO4 system. Generally,
the phase diagrams optimized based on critically selected literature data and experimental observation
in this work contribute to the development of a larger databases that can be used for simulating and
controlling the ash deposition and build up in renewable-energy power plants.
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